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UMBER, BURNT
SiO2 18.06%
Al2O3 6.20
Fe2O3 53.96
CaO 3.41
MnO 11.46
MgO 1.50
L.O.I. 5.42

Characteristics:
Burnt umber is used as a colorant in glazes.


